APPENDIX 10-D

Stormwater Sampling Laboratory Data
Sheets




JErERGY

June 08, 2010

Montana Environmental Custodial Trust

PO Box 1230

ENERGY LABORATORIES, INC. * 3161 E Lyndale (58604) * PO Box 5688 * Helena, MT 59601
Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

E. Helena, MT 59635-1230

Workorder No.:

Project Name:

H10050331

Quote ID: H493 - All Water Sampling combined
10022 East Helena Smelter Stormwater Sampling

ANALYTICAL SUMMARY REPORT

Energy Laboratories Inc received the following 9 samples for Montana Environmental Custodial Trust on 5/26/2010 for

analysis.
Sample ID Client Sample ID Collect Date Receive Date  Matrix Test
H10050331-001 EHSW-1005-103 05/24/10 11:15 05/26/10 Agueous Metals by ICP/ICPMS, Tot. Rec.
E/Eetals Digestion by EPA 200.2
Preparation for TSS
Solids, Total Suspended
H10050331-002 EHSW-1005-104 05/24/10 11:30 05/26/10 Aqueous Same As Above
H10050331-003 EHSW-1005-106 05/24/10 11:45 05/26/10 Agueous Same As Above
H10050331-004 EHSW-1005-109 05/24/10 12:10 05/26/10 Agueous Same As Above
H10050331-005 EHSW-1005-110 05/24/10 12:20 05/26/10 Aqueous Same As Above
H10050331-006 EHSW-1005-114 05/24/10 12:40 05/26/10 Aqueous Same As Above
H10050331-007 EHSW-1005-115 05/24/10 12:50 05/26/10 Agueous Same As Above
H10050331-008 EHSW-1005-116 05/24/10 13:00 05/26/10 Agueous Same As Above
H10050331-009 EHSW-1005-111 05/24/10 12:25 05/26/10 Aqueous Same As Above

Any exceptions or problems with the analyses are noted in the Laboratory Analytical Report, the QA/QC Summary
Report, or the Case Narrative.

The results as reported relate only to the item(s) submitted for testing.

If you have any questions regarding these test resulis, please call.

Report Approved By: \,L)W W“

Login Supervisor

Digitally signed by
Wanda Johnson
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ﬁ%ﬁ @ ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601
Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 11:15
Lab ID: H10050331-001 DateReceived: 05/26/10
Client Sample ID EHSW-1005-103 Matrix: Aqueous

MCL/
Analyses Result  Units Qualifiers RL GCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.8 S 0.1 A4500-H B 05/27/10 18:00/ WB
Solids, Total Suspended TSS @ 105 C 29 mg/L 10 A2540 D 05/27/10 14:51 /WB
METALS, TOTAL RECOVERABLE
Arsenic 0.222 mg/l 0.005 E200.8 06/01/10 21:41 / dck
Cadmium 0257 mg/L 0.001 E200.8 06/01/10 21:41 / dck
Copper 0.42 mglL 0.01 E200.8 06/01/10 21:41 / dck
Iron 1.10 mg/L 0.03 E200.8 06/01/10 21:41 / dck
Lead 1.58 mg/L 0.01 £200.8 06/01/10 21:41 / dck
Selenium 0.016 mg/L 0.005 E£200.8 06/01/10 21:41 / dck
Zinc 0.60 mg/L. 0.01 E200.8 06/01/10 21:41 / dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality controf limit. ND - Not detected at the reporting fimit.
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JENERGY

ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601

Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT
Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 11:30
Lab ID: H10050331-002 DateReceived: 05/26/10
Client Sample ID EHSW-1005-104 Matrix: Aqueous

MCL/

Analyses Result Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.6 s.u. 0.1 A4500-H B 05/27/10 18:04 / WB
Solids, Total Suspended TSS @ 105 C ND mg/L 10 A2540 D 05/27/10 14:51 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.145 mg/L 0.005 E200.8 06/01/10 22:15/ dck
Cadmium 0.094 mg/L 0.001 E200.8 08/01/10 22:15 / dck
Copper 0.32 mg/L 0.01 E200.8 06/01/10 22:15 / dek
fron 0.30 mg/L 0.03 £200.8 06/01/10 22:15 / dck
Lead 1.29 mg/l 0.01 E200.8 06/01/10 22:15/ dck
Selenium 0.018 mg/lL 0.005 E200.8 06/01/10 22:15 / dck
Zinc 0.36 mg/l 0.01 E200.8 06/01/10 22:15/ dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:

QCL - Quality control limit.
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Toli Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab. com

ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 53601

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 11:45
Lab iD: H10050331-003 DateReceived: 05/26/10
Client Sample ID EHSW-1005-106 Matrix: Aqueous

MCL/
Analyses Result  Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.3 S.U. 0.1 A4500-H B 05/27/10 18:07 / WB
Solids, Total Suspended TSS @ 105C ND mg/L 10 A2540 D 05/27/10 14:51 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.040 mg/L 0.005 E200.8 06/01/10 22:22 / dck
Cadmium 0.032 mg/lL 0.001 E200.8 06/01/10 22:22 / dck
Copper 0.11 mg/L 0.01 E200.8 06/01/10 22:22 / dck
tron 0.12 mg/L 0.03 E200.8 06/01/10 22:22 / dck
Lead 0.44 mgl 0.01 £200.8 06/01/10 22:22 / dck
Selenium ND mg/L 0.005 E200.8 06/01/10 22:22 / dck
Zinc 0.12 mg/l 0.01 E200.8 06/01/10 22:22 / dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality control fimit. ND - Not detected at the reporting limit.
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Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

%g ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Coliection Date: 05/24/10 12:10
Lab ID: H10050331-004 DateReceived: 05/26/10
Client Sample 1D EHSW-1005-109 Matrix: Aqueous

MCL/
Analyses Result  Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.4 s.U. 0.1 A4500-H B 05/27/10 18:11/ WB
Solids, Total Suspended TSS @ 105C 17 mg/L 10 A2540 D 05/27/10 14:52/ WB
METALS, TOTAL RECOVERABLE
Arsenic 0.203 mg/L 0.005 E200.8 06/01/10 22:29 / dek
Cadmium 0.102 mg/t 0.001 E200.8 06/01/10 22:29 / dck
Copper 0.43 ma/L 0.01 E200.8 06/01/10 22:29 / dck
Iron 1.04 mg/L. 0.03 E200.8 06/01/10 22:29 / dck
Lead 1.47 mg/L 0.01 E200.8 06/01/10 22:29 / dek
Selenium 0.021  mg/L 0.005 £200.8 06/01/10 22:29 / dck
Zinc 0.57 mg/L 0.01 £200.8 06/01/10 22:28 / dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality control fimit. ND - Not detected at the reporting limit.
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v ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601
= — Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 12:20
Lab iD: H10050331-005 DateReceived: 05/26/10
Client Sample ID EHSW-1005-110 Matrix: Agueous

MCL/
Analyses Result Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.8 S.U. 0.1 A4500-H B 05/27/10 18:15/ WB
Solids, Total Suspended TSS @ 105 C 27 mg/L. 10 A2540D 05/27/106 14:56 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.246 mg/L 0.005 E200.8 06/01/10 22:36 / dck
Cadmium 0.156 mg/l. 0.001 E200.8 06/01/10 22:36 / dck
Copper 054  mg/L 0.01 E200.8 06/01/10 22:36 / dck
Iron 1.23 mg/L 0.03 E200.8 06/01/10 22:36 / dck
Lead 1.67  mo/l 0.01 E200.8 06/01/10 22:36 / dck
Selenium 0.032 mg/L 0.005 E200.8 06/01/10 22:36 / dck
Zinc 0.61 mg/L 0.01 E200.8 06/01/10 22:36 / dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality controf fimit. ND - Not detected at the reporting limit.
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- ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601
Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 12:40
Lab ID: H10050331-006 DateReceived: 05/26/10
Client Sample ID EHSW-1005-114 Matrix: Aqueous

MCL/
Analyses Result Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES :
pH 8.0 S.u. 0.1 A4500-H B 05/27/10 18:18 / WB
Solids, Total Suspended TSS @ 105 C 195 mg/l 10 A2540 D 05/27/10 14:57 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.807 mg/L 0.005 E200.8 06/01/10 22:42 / dck
Cadmium 0.564 mg/L 0.001 E200.8 06/01/10 22:42 / dck
Copper 2.06 mg/L 0.01 E200.8 06/01/10 22:42 / dck
Iron 8.31 mg/L 0.03 E200.8 06/01/10 22:42 / dck
Lead 6.51 mg/l. 0.01 E200.8 06/01/10 22:42 / dck
Selenium 0.058 mg/L 0.005 E£200.8 06/01/10 22:42 / dck
Zinc 2.73 mg/L 0.01 E200.8 06/01/10 22:42 / dck
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QGL - Quality control fimit. ND - Not detected at the reporting limit.
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£/ g ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601
Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 12:50
Lab ID: H10050331-007 DateReceived: 05/26/10
Client Sample ID EHSW-1005-115 Matrix: Aqueous

McLU
Analyses Result Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.3 s.u. 0.1 A4500-H B 05/27/10 18:24 / WB
Solids, Total Suspended TSS @ 105C ND mg/L 10 A2540 D 05/27/10 14:57 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.021  mg/L 0.005 E200.8 06/01/10 22:49 / dck
Cadmium 0.020 mg/lL 0.001 E200.8 06/01/10 22:49 / dck
Copper 0.02 mg/L 0.01 E200.8 06/01/10 22:49 / dck
iron ND mg/L 0.03 E200.8 06/01/10 22:49 / dck
Lead 0.04 mglL 0.01 E200.8 06/01/10 22:49 / dck
Selenium ND mg/L 0.005 E200.8 06/01/10 22:49 / dck
Zinc 0.03 mg/l. 0.01 E200.8 06/01/10 22:49/ dek
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality control fimit. ND - Not detected at the reporting limit.
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%@f" ?‘ m%g ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601

T

Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Collection Date: 05/24/10 13:00
Lab ID: H10050331-008 DateReceived: 05/26/10
Client Sample ID EHSW-1005-116 Matrix: Agqueous

MCL/
Analyses Result Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.7 S.u. 0.1 A4500-H B 05/27/10 18:28 / WB
Solids, Total Suspended TSS @ 105 C 32 mg/L 10 A2540D 05/27110 14:58 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.360 mg/L. 0.005 E200.8 06/01/10 22:56 / dck
Cadmium 0.215 mg/L 0.001 E200.8 06/01/10 22:56 / dck
Copper 062 mg/l 0.01 E200.8 06/01/10 22:56 / dck
lron 1.18 mg/l 0.03 E200.8 06/01/10 22:56 / dck
Lead 2.29 mg/L 0.01 E200.8 06/01/10 22:56 / dck
Selenium 0.038 mg/L 0.005 £200.8 06/01/10 22:56 / dck
Zinc 0.80 mg/l 0.01 £200.8 06/01/10 22:56 / dek
Report RL - Analyte reporting limit. MCL. - Maximum contaminant level.
Definitions: QCL - Quality control fimit. ND - Not detected at the reporting limit.
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LABORATORI

ENERGY LABORATORIES, INC. * 3161 E Lyndale (59604) * PO Box 5688 * Helena, MT 59601
Toll Free 877.472.0711 * 406.442.0711 * FAX 406.442.0712 * helena@enerylab.com

LABORATORY ANALYTICAL REPORT

Client: Montana Environmental Custodial Trust Report Date: 06/08/10
Project: 10022 East Helena Smelter Stormwater Sampling Coliection Date: 05/24/10 12:25
Lab ID: H10050331-009 DateReceived: 05/26/10
Client Sample ID EHSW-1005-111 Matrix: Agueous

MCL/
Analyses Result  Units Qualifiers RL QCL  Method Analysis Date / By
PHYSICAL PROPERTIES
pH 7.8 S.u. 0.1 A4500-H B 05/27/10 18:32/ WB
Solids, Total Suspended TSS @ 105C 26 mg/L 10 A2540D 05/27/10 14:58 / WB
METALS, TOTAL RECOVERABLE
Arsenic 0.366 mg/L 0.005 E200.8 06/01/10 23:02 / dck
Cadmium 0.167 mg/L 0.001 E200.8 06/01/10 23:02 / dck
Copper 0.51 mg/L 0.01 E200.8 06/01/10 23:02 / dck
fron 1.10 mg/L. 0.03 E200.8 06/01/10 23:02 / dck
Lead 1.47 mg/l. 0.01 E200.8 06/01/10 23:02 / dck
Selenium 0.039 mg/l 0.005 E200.8 06/01/10 23:02 / dek
Zinc 0.64 mg/L 0.01 E200.8 06/01/10 23:02 / dck
Report RL - Analyte reporting fimit. MCL - Maximum contaminant level.
Definitions: QCL - Quality control limit. ND - Not detected at the reporting limit.
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